
The characteristic carrier–Er interaction distance in Er-doped a-Si/SiO2
superlattices formed by ion sputtering
Ji-Hong Jhe, Jung H. Shin, Kyung Joong Kim, and Dae Won Moon 
 
Citation: Appl. Phys. Lett. 82, 4489 (2003); doi: 10.1063/1.1586458 
View online: http://dx.doi.org/10.1063/1.1586458 
View Table of Contents: http://apl.aip.org/resource/1/APPLAB/v82/i25 
Published by the American Institute of Physics. 
 
Additional information on Appl. Phys. Lett.
Journal Homepage: http://apl.aip.org/ 
Journal Information: http://apl.aip.org/about/about_the_journal 
Top downloads: http://apl.aip.org/features/most_downloaded 
Information for Authors: http://apl.aip.org/authors 

Downloaded 18 Apr 2013 to 143.248.118.122. This article is copyrighted as indicated in the abstract. Reuse of AIP content is subject to the terms at: http://apl.aip.org/about/rights_and_permissions

http://apl.aip.org/?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/www.aip.org/pt/adcenter/pdfcover_test/L-37/963608503/x01/AIP-PT/Goodfellow_APLCoverPg_041013/Goodfellow.jpg/6c527a6a7131454a5049734141754f37?x
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=Ji-Hong Jhe&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=Jung H. Shin&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=Kyung Joong Kim&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=Dae Won Moon&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.1586458?ver=pdfcov
http://apl.aip.org/resource/1/APPLAB/v82/i25?ver=pdfcov
http://www.aip.org/?ver=pdfcov
http://apl.aip.org/?ver=pdfcov
http://apl.aip.org/about/about_the_journal?ver=pdfcov
http://apl.aip.org/features/most_downloaded?ver=pdfcov
http://apl.aip.org/authors?ver=pdfcov


APPLIED PHYSICS LETTERS VOLUME 82, NUMBER 25 23 JUNE 2003
The characteristic carrier–Er interaction distance in Er-doped a-SiÕSiO2
superlattices formed by ion sputtering
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The characteristic interaction distance between Er31 ions and carriers that excite them in Er-doped
a-Si/SiO2 superlattices is investigated. Superlattice thin films consisting of 12 periods of
a-Si/SiO2 :Er/SiO2 /SiO2 :Er layers were deposited by ion sputtering and subsequent annealing at
950 °C. The dependence of the Er31 photoluminescence intensity on the thickness of the Er-doped
SiO2 layers is well-described by an exponentially decreasing Er-carrier interaction with a
characteristic interaction distance of 0.560.1 nm. © 2003 American Institute of Physics.
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Er31 luminesces at 1.54mm due to the intra-4f transi-
tion from the first excited to the ground state (4I13/2

→4I15/2), coincident with the absorption minimum of silica
based optical fibers. As this transition is parity-forbidde
and occurs only due to the parity-breaking effects of
crystal field, the luminescence lifetime tends to be very lo
~.ms!. This allows for easy population inversion, and h
allowed development erbium-doped fiber amplifiers that
abled the realization of all optical telecommunicati
networks.1

Yet, for the same reason, the optical absorption cro
section of Er31 is very small, necessitating the use of expe
sive lasers for excitation. However, if Er31 is doped into Si,
then it can be excited via an Auger-type interaction w
photogenerated excitons in Si.2–5 Since only carrier genera
tion is necessary, and since the absorption cross section
is several orders of magnitude greater than that of Er31, this
carrier-mediated excitation allows, in principle, the use
low-cost, broadband light sources such as light-emitting
odes for efficient excitation of Er31. However, despite som
early successes, the room-temperature Er31 luminescence ef-
ficiencies from Er-doped bulk Si remain too low to b
practical.4,5

However, it has been demonstrated that by using ei
Si nanoclusters embedded inside an SiO2 matrix6–8 or
Si/SiO2 superlattice~SL! with nanometer-thick Si layers9,10

as the host material, it is possible to obtain both the h
excitation efficiency of Si and the high luminescence e
ciency of SiO2 . In such cases, Er31 luminescence is domi
nated by Er31 ions located outside, but close to,
clusters.11–13Thus, Si clusters act as classical sensitizers,
sorbing the pump photons and transferring the energy
Er31.14,15 As both optical gain16 and electroluminescence17

are possible in such Si nanocluster sensitized Er31, it may
open the way for a compact, active, all-silicon integra
optical devices.

However, a detailed description of the carrier–Er int
action including the characteristic interaction distance is s

a!Electronic mail: jhs@mail.kaist.ac.kr
4480003-6951/2003/82(25)/4489/3/$20.00
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lacking. Such a description is necessary, not only for des
ing the optimum material structure for device application
but also for understanding the physical mechanisms unde
ing the Er31 –carrier interaction that is not yet fully unde
stood. In this letter, we report on the Er31 luminescence
properties of Er-dopeda-Si/SiO2 SL films whose Er-doped
SiO2 layer thickness was controlled with subnanometer re
lution. We find that experimental data can be well-describ
by an Er–carrier interaction that decreases exponentia
with a characteristic carrier–Er31 interaction distance of
0.560.1 nm, indicating the likelihood of an exchange inte
action between carriers and Er31 ions.

Er-dopeda-Si/SiO2 superlattices were deposited on
substrates using the two-target-alternation UHV-ion-be
sputtering method. One sputtering target was a 6-
diameterp-type Si wafer, and the other was a similar
wafer with an Er metal piece~99.9% purity! centered on the
wafer. The base pressure of the system is less tha
31028 Torr, and a 570-eV Ar1 beam from an ion gun was
used to sputter the targets. The Si layers were deposite
sputtering using the Ar1 beam only, and the SiO2 layers
were deposited by sputtering in an oxygen pressure of
31024 Torr. The samples were deposited at room tempe
ture. The deposited films consisted of 12 periods
a-Si/SiO2 :Er/SiO2 /SiO2 :Er layers. The thicknesses of th
a-Si layers were fixed at 1.2 nm. The thicknesses of
SiO2 :Er ~Er-doped SiO2) and SiO2 ~pure SiO2) layers was
varied such that the SiO2 :Er layer thickness increased from
0 to 4.1 nm, while the SiO2 layer thickness decreased a
cordingly to keep the thickness of the total SiO2 layer fixed
at 9.5 nm. Such preparation is necessary to ensure tha
overall film structure is the same for all films, and that t
results will not be affected by optical artifacts caused
multiple reflections. Finally, a 5-nm-thick Si cap layer w
deposited on the top. Two sets of samples, one with an
concentration of 0.27 at. % and the other with 0.1 at. %, w
prepared. After deposition, all films were rapid thermal a
nealed in a sequence of 20 min at 600 °C, 5 min at 950
and 5 min at 600 °C in a flowing N2 atmosphere to avoid
cracking and spalling of the films.
9 © 2003 American Institute of Physics
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The Er31 photoluminescence~PL! spectra were taken a
room temperature using a grating monochromator, a ther
electrically cooled InGaAs detector, and the standard lock
technique. The 477-nm line of an Ar laser, which is not a
sorbed optically by Er31, was used as the excitation sour
to ensure that excitation of Er31 occurs via carriers only. The
excitation power was kept at 100 mW to remain in the we
pumping regime, as it was determined that Er31 PL intensity
increased linearly with the pump power up to 150 mW~not
shown!. Time-resolved Er31 luminescence was measured u
ing a digitizing oscilloscope. The structure and composit
of the films were analyzed using transmission electron
croscopy~TEM! and medium-energy ion scattering spectro
copy ~MEIS!. The MEIS analyses were done using a 10
keV H1 beam aligned to the@001# direction in the~011!
plane. H1 ions scattered into the@111# direction were ana-
lyzed at a scattering angle of 125°. For MEIS analys
a sample consisting of a single period
SiO2 :Er/SiO2 /SiO2 :Er layers with intended thicknesses
2.2, 5, and 2.2 nm, respectively, was deposited and anne
under identical conditions.

Figure 1 shows the bright-field cross-section TEM ima
of a deposited and annealed SL film with 0.27 at. % Er a
the schematic depiction of its intended structure. The d
and gray bands correspond to the Si and SiO2 layers, respec-
tively. We find that the Si and the SiO2 layer thicknesses ar
1.2 and 9.5 nm, respectively, in good agreement with
intended thicknesses. Note that the Si layers are amorp
despite the high-temperature annealing that crystallized
cap layer. This is consistent with reports by other researc
that nanometer-thick Si layers are very difficult
crystallize.18,19

The MEIS spectrum is shown in Fig. 2. The symbols a
the experimental data, and the line is the result of the sim
lation. We find that thicknesses of SiO2 :Er/SiO2 /SiO2 layers
are 2.2, 5, and 2.2 nm, in an excellent agreement with
intended thicknesses. The Er concentration was 0.27 a
for both SiO2 :Er layers. Taken together, Figs. 1 and 2 co
firm that we can deposita-Si/SiO2 :Er/SiO2 /SiO2 :Er layers
with subnanometer control over the individual layers, wh
keeping the overall film structure the same.

Figure 3 shows the dependence of the Er31 peak PL
intensity from the sample with 0.27 at. % Er on the SiO2 :Er
layer thickness. The inset shows that from the sample w
0.1 at. % Er. The symbols are the experimental data, and
lines are the results of the fit discussed later. We find that

FIG. 1. Bright-field cross-section TEM image of the SL with Er-doped Si2

layer thickness of 2.5 nm after annealing. The thin, dark bands area-Si
layers and gray bands are SiO2 layers. On the right is a schematic drawin
showing the composition of the layers.
Downloaded 18 Apr 2013 to 143.248.118.122. This article is copyrighted as indicated in the abstract
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both sets of samples, the Er31 PL intensity increases with
increasing SiO2 :Er layer thicknessd, but saturates quickly
after only about 1.5 nm, and remains constant thereafter

Figure 4 shows the dependence of the Er31 lumines-
cence lifetimes on the SiO2 :Er layer thickness from the films
with 0.27 at. % Er. We find that the Er31 luminescence life-
time is independent of the SiO2 :Er layer thicknessd, being
about 0.6 ms for all films. A similar quantitative analysis o
the films with 0.1 at. % Er was not possible due to the lo
Er31 PL intensity. However, they, too, did not display an
strong dependence of the Er31 luminescence lifetimes on th
SiO2 :Er layer thickness~data not shown!.

Changes in the Er31 PL luminescence intensity can oc
cur due to changes in the excitation rate, the Er31 lumines-
cence efficiency, and the number of available Er31 ions. In
the present case, since the overall film structure is the s
for all films, the generation rate of carriers that can exc
Er31 ions should be the same for all films. Furthermore,
Fig. 4 shows, the Er31 luminescence efficiency is the sam
for all films as well. Thus, the increase in the Er31 PL inten-
sity with increasing SiO2 :Er layer thickness indicates tha

FIG. 2. MEIS spectrum for the SiO2 :Er/SiO2 /SiO2 :Er layers with thick-
nesses of 2.2, 5, and 2.2 nm, respectively. The symbols are experim
data and the line is the result of simulation.

FIG. 3. The dependence of the Er31 peak PL intensities on the SiO2 :Er
layer thickness in Er-dopeda-Si/SiO2 SLs. The symbols are experimenta
data and the lines are the results of fits using different carrier–Er31 interac-
tion mechanisms. The inset shows the dependence of the Er31 peak PL
intensities on the SiO2 :Er layer thickness in Er-dopeda-Si/SiO2 SLs con-
taining 0.1 at % Er and the line is the result of fit.
. Reuse of AIP content is subject to the terms at: http://apl.aip.org/about/rights_and_permissions
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the number of available Er31 ions is increasing, that is, ex
citation of Er31 can occur over atomic distances and is n
limited to a-Si/SiO2 :Er interfaces.

In such a case, we can write the excitation dynamics
Er31 as

dN* ~x!

dt
5g~x!~No2N* !2

N* ~x!

t
, ~1!

where x is the distance from thea-Si layer, N* (x) is the
number of excited Er31 at x, g(x) is the distance-dependen
carrier-mediated excitation rate,No is the number of excit-
able Er31 ions atx ~fixed by the Er concentration!, andt is
the decay rate of excited Er31 ions that include all possible
nonradiative decay mechanisms. In steady state,dN* /dt
50, and N* (x)5@g(x)tN(x)#/@g(x)t11#. However, in
the linear, weak pumping regime,g(x)t!1, and we can ac-
curately approximate:4,5,20

N* ~x!>g~x!tNo . ~2!

The total Er31 intensity is }*g(x)tNo . Clearly, g(x)
has to decrease with distance, and the monotonic increa
the Er31 PL intensity to a saturation value indicates thatg(x)
decreases monotonically with distance. The two well-kno
interaction mechanisms involving carriers and emission c
ters such as Er31 with such characteristics are resona
dipole–dipole interaction and the exchange interaction.21 In
the former, the interactions decreases asx26, while in the
latter, the interaction decreases as exp(2x/xo).

22 Thus, Eq.~2!
was integrated using both forms forg(x), and fitted to the
data shown in Fig. 3. We find that the exponential form
g(x) with a value of 0.560.1 nm forxo describes the data
much better than the polynomial form. In fact, increasing
power of x to take into account the possibility of multipol
interaction did not result in any improvement of the fit~not
shown!. We note that, as is shown in the inset, the result
the sample with 0.1 at. % Er can also be described very w
with an exponentially decreasing interaction with the sa
xo , further confirming the validity of the fit.

The value of 0.560.1 nm is quite small, indicating tha
the SiO2 :Er layers in ana-Si/SiO2 :Er/a-Si SL must be kept
very thin—less than 2 nm—for maximum efficiency. Fu
thermore, the exponentially decreasing interaction indica
that an exchange interaction between carries generate
a-Si and Er31 ions in the SiO2 is much more likely to be

FIG. 4. The dependence of the Er31 luminescence lifetimes on the SiO2 :Er
layer thickness in Er-dopeda-Si/SiO2 SLs containing 0.27 at % Er. The
dotted line represents the average lifetime.
Downloaded 18 Apr 2013 to 143.248.118.122. This article is copyrighted as indicated in the abstract
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dominant than the direct, resonant dipole–dipole interact
between them. We note that Kimuraet al., using pre-
oxidized porous Si, have come to a similar conclusion23

However, the value ofxo was much larger in his case~2–3
versus 0.5 nm!. The reason for such differences is not y
clear at this moment. We note, however, that his film co
tained crystalline Si rather than amorphous Si. Such dif
ences in the Si layers may significantly impact the carrie
Er31 interaction. Finally, we note that the characteris
carrier–Er31 interaction distance may also be dependent
other parameters, such as the Er concentration and the
perature. More detailed investigations are currently on
way.

In conclusion, we have investigated the carrier–Er31 in-
teraction ina-Si/SiO2 :Er/a-Si superlattice films deposite
by ion-beam sputtering. We find that the experimental res
are well-described by exponentially decaying carrier–Er
teractions with a characteristic interaction distance of
60.1 nm, indicating the likelihood of an exchange intera
tion between carriers and Er31.
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