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The high-power broadband terahertz (THz) generator is an essential tool for a wide range of THz
applications. Here, we present a novel highly efficient electro-optic quinolinium single crystal for THz wave
generation. For obtaining intense and broadband THz waves by optical-to-THz frequency conversion, a
quinolinium crystal was developed to fulfill all the requirements, which are in general extremely difficult to
maintain simultaneously in a single medium, such as a large macroscopic electro-optic response and
excellent crystal characteristics including a large crystal size with desired facets, good environmental
stability, high optical quality, wide transparency range, and controllable crystal thickness. Compared to the
benchmark inorganic and organic crystals, the new quinolinium crystal possesses excellent crystal
properties and THz generation characteristics with broader THz spectral coverage and higher THz
conversion efficiency at the technologically important pump wavelength of 800 nm. Therefore, the
quinolinium crystal offers great potential for efficient and gap-free broadband THz wave generation.

T

erahertz (THz) spectroscopy and imaging systems in the frequency range from 0.1 to 30 THz have recently
attracted considerable attention for numerous applications1–5. To bridge the so-called ‘‘THz gap’’6, the
development of an efficient and broadband THz generator is a key challenge in modern THz technologies1,3,7,8. In addition to well-known photoconductive antennas and inorganic nonlinear optical crystals often used
as THz emitters9–11, organic nonlinear electro-optic crystals exhibiting larger macroscopic nonlinearity and low
dielectric constant have attracted increasing interests for efficient and broadband THz wave generation8,12–15. In
recent years, two different novel approaches–wave-front-tilted excitation in prism-type LiNbO3 and non-phasematched rectification in laser-induced gas/air plasma with amplified Ti:sapphire laser systems–have been successfully demonstrated to produce very intense broadband THz waves with electric fields up to the MV/cm or
higher and energies in the microjoule range16–19. However, these methods, generally require high pump energies,
precise alignments and complex experimental schemes. Although the use of organic crystals cannot directly
compete with these methods, efficient THz waves generated by optical-to-THz frequency conversion can be easily
realized with moderate energies in relatively simple traveling-wave geometries8,12–15,20–22.
To generate efficient broadband THz waves in organic crystals, a large macroscopic electro-optic response and
optimal crystal characteristics, including a large crystal size with desired facets, high optical quality, good
environmental stability, and large transparency range are required23. In addition, the possibility of controlling
the crystal thickness and thereby of optimizing the group velocity-matched interaction length between the optical
and THz waves is very crucial for obtaining high conversion efficiency and material transparency in optical and
THz range13,15,24. During the past four decades, many electro-optic crystals have been intensively investigated25–31;
however, only few crystals with large electro-optic response of over 50 pm/V have been reported23,32–37. Moreover,
meeting all the requirements with simultaneous realization of optimal crystal characteristics for efficient THz
generation is extremely difficult in a medium.
In this paper, we report a novel organic electro-optic crystal, HMQ-TMS (2-(4-hydroxy-3-methoxystyryl)-1methylquinolinium 2,4,6-trimethylbenzenesulfonate), applicable for efficient THz wave generation with pumping at 800 nm, which corresponds to the operation wavelength of the technologically important and widespread
femtosecond Ti:sapphire laser sources. For optical-to-THz frequency conversion process, HMQ-TMS crystal
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fulfills all the requirements such as a large electro-optic response and
optimal crystal characteristics, including a large crystal size with
desired facets, high environmental and thermal stabilities, high
optical quality, extremely broad transparency range, and the possibility to control the crystal thickness. Moreover, HMQ-TMS crystals with various thicknesses (in the range of 0.05 mm up to few
millimeters) that can be controlled by employing a simple cleaving
method, can be fabricated to achieve minimal group velocity mismatch between the optical and THz waves at a desired optical pump
wavelength. Although perfect phase matching condition cannot be
realized at the pump wavelength of 800 nm, a 0.16-mm-thick HMQTMS crystal can produce a much broader THz spectrum and about
2.7-times-higher THz generation efficiency than the widely used
inorganic ZnTe crystal (1 mm thick) that operates under the nearly
group velocity-matched condition at this pump wavelength. Furthermore, when compared with other organic benchmark ionic and nonionic crystals, which are generally incapable of pumping at 800 nm,
HMQ-TMS crystals exhibit excellent crystal properties and THz
generation characteristics with broader THz spectral coverage and
show the highest THz conversion efficiency with 800-nm pumping.
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Table 1 | Physical data of HMQ-TMS crystals in comparison with benchmark HMQ-T, OH1, DAST and ZnTe crystals. For THz experiments, 0.16-mm-thick HMQ-TMS, 0.58-mm-thick HMQ-T,
0.27-mm-thick OH1, 0.5-mm-thick DAST and 1.0-mm-thick ZnTe crystals were used
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Results
Design of high-efficiency electro-optic crystal. For an effective
optical-to-THz frequency conversion via either optical rectification
(OR) or difference frequency generation (DFG)8,12–15,20–22, a large
macroscopic electro-optic response is the primary requirement for
electro-optic crystals. State-of-the-art organic crystals, such as
stilbazolium DAST (N,N-dimethylamino-N9-methylstilbazolium 4methylbenzenesulfonate)32,33, DSTMS (N,N-dimethylamino-N9-methylstilbazolium 2,4,6-trimethylbenzenesulfonate)13,34, DAPSH (N,N
-dimethylamino-N9-phenyl-4-stilbazolium hexafluorophosphate)35,36,
quinolinium HMQ-T (2-(4-hydroxy-3-methoxystyryl)-1-methylquinolinium 4-methylbenzenesulfonate) and its derivatives37, and
phenolic polyene OH1 (2-(3-(4-hydroxystyryl)-5,5-dimethylcyclohex2-enylidene)malononitrile)23 exhibit electro-optic responses that
are at least one order of magnitude larger than that of the inorganic standard ZnTe crystal23,33,38 (see Table 1).
In order to design new organic crystals with large electro-optic
responses, we chose an asymmetric core HMQ (2-(4-hydroxy-3methoxystyryl)-1-methylquinolinium) cation, since it shows a
strong tendency to form acentric crystal structures based on Coulomb interactions37,39–41 and since it exhibits a large optical transparency range37. Further, 2,4,6-trimethylbenzenesulfonate (TMS)
anion was chosen as the counter anion. In organic stilbazolium
crystals, an increase in the number of methyl groups on benzenesulfonate anion resulted in improved crystal growth characteristics
and lower absorption in the THz spectral range13,34. The chemical
structure of the newly designed quinolinium HMQ-TMS is shown
in Figure 1a.
The HMQ-TMS compound was synthesized by metathesis of 2(4-hydroxy-3-methoxystyryl)-1-methylquinolinium iodide with a
silver precursor (see Supplementary Information (SI)). The results
of differential scanning calorimetry (DSC) and thermal gravimetric
analysis (TGA) measurements (see Figure S1 in SI) show that the
HMQ-TMS crystal displayed high environmental and thermal
stability with a melting temperature Tm of 274uC, and no thermal
phase transition and weight loss was observed at temperature Ti of
280uC. Moreover, the results of single-crystal X-ray diffraction analysis indicate that HMQ-TMS single crystals grown in a methanol
solution by rapid cooling method exhibited the monoclinic Pn space
group with point group symmetry m, based on Coulomb interaction
and strong hydrogen bonds. The crystal packing diagram of HMQTMS crystal is shown in Figure 1b.
For the evaluation of electro-optic response of HMQ-TMS crystal,
the macroscopic optical nonlinearities were calculated by quantum
mechanical calculations using finite field (FF) density functional
2
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Figure 1 | Chemical structure and molecular orientation in the crystalline state. (a) Chemical structure of HMQ-TMS. (b) Crystal packing diagram of
HMQ-TMS crystals projected along the b-axis. The molecular-ordering angle of bmax with respect to the main charge transfer axis Z (polar axis) of the
crystal is very small (hp 5 1.1u), which results in a practically perfect order parameter cos3hp 5 1.0.

theory (DFT) with B3LYP/6-311 1 G*42,43, by considering the
molecular conformation and orientation of HMQ cations as in the
crystal structure (see SI)44. The major calculation results are summarized in Table 1, where the results from the well-known organic
and inorganic crystals are also listed for comparison23,37,45. The
microscopic optical nonlinearity in the HMQ-TMS crystals, that is
the first-order hyperpolarizability along the main charge-transfer
direction bmax of the HMQ cation, is 185 3 10230 esu. Although
HMQ-TMS shows the maximum absorption at much shorter wavelength (lmax 5 439 nm) in methanol solution than that of DAST
(475 nm) (see Figure S2 in SI), bmax of the former was comparable to
that of the DAST cation (194 3 10230 esu) in the crystalline state37,45.
In addition, the HMQ-TMS crystal exhibited optimal molecular
packing structure for maximizing the electro-optic response. As
shown in Figure 1b, HMQ nonlinear molecules were aligned perfectly parallel, resulting in the highest possible order parameter of
cos3hp 5 1.0. Due to the large microscopic optical nonlinearity and
optimal molecular packing in the crystalline state, the HMQ-TMS
crystal exhibited a larger diagonal component of the macroscopic
electro-optic response with effective hyperpolarizability tensor (beff
333
5 185 3 10230 esu), as compared to OH1, DAST, and HMQ-T
crystals (see Table 1). The demonstrated large electro-optic response
in HMQ-TMS has therefore made it a promising candidate for THz
wave applications.
Optimal crystal characteristics for THz generation. Bulk HMQTMS crystals were grown by a slow-cooling method in solution.
Large amounts of HMQ-TMS compound were synthesized by a
condensation reaction (see SI). Figure 2a shows the solubility curve
of HMQ-TMS crystals in methanol; a high solubility of HMQ-TMS
SCIENTIFIC REPORTS | 3 : 3200 | DOI: 10.1038/srep03200

crystalline powder is seen for example, 2.24 g/100 g methanol at
40uC, which is about 3.5 times higher than that of HMQ-T
crystals37. HMQ-T crystals exhibited a high THz generation
efficiency at the near-infrared (NIR) optical wavelength, but only
relatively small crystal sizes with a width of less than 1.5 mm could
be grown due to low solubility37. This small crystal size substantially
limits their applications in the generation of high THz electric fields.
In contrast to HMQ-T, HMQ-TMS showed very good crystal growth
characteristics, which was also due to the high solubility and the
considerably large decrease in solubility as a function of temperature. Figure 2b shows a photograph of a HMQ-TMS crystal grown by
slow cooling method with spontaneous nucleation at a saturation
temperature of 40uC in methanol. A bulk crystal grown in a seeded
solution is shown in Figure S3 in SI. The grown HMQ-TMS crystals
showed a relatively large aperture and thickness with sizes up to 18 3
15 3 8 mm3.
The environmental stability of crystals plays an important role in
their applications in practical devices. In general, salt-type crystals
can be dissolved in water and easily degraded by humidity. In addition, the formation of centrosymmetric hydrate phase is one of the
most serious issues. For example, a stilbazolium DAST crystal can be
dissolved in water and form a centrosymmetric hydrated phase when
it is grown from water-contaminated solvents45,46. When HMQ-TMS
crystals grown in water solvent mixture (water/methanol 5 159 v/v),
their thermodiagrams obtained from DSC and powder X-ray diffraction patterns are practically identical as the ones for HMQ-TMS
crystals grown in methanol only (see SI). Furthermore, the solubility
of HMQ-TMS in water has been examined and measured after stirring for 30 hours and it was found to be 0.07 g/100 g water, which is
1.5 times lower than that of DAST (0.11 g/100 g water) at 20uC.
3
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Figure 2 | Optimal crystal characteristics for THz generation. (a) Solubility curve of HMQ-TMS in methanol. (b) Photograph of a large HMQTMS crystal grown by slow cooling method with spontaneous nucleation at a saturation temperature of 40uC in methanol. (c) Photographs of HMQTMS crystals after cleaving along the crystallographic ac-plane by a diamond knife. The polar axis, which is presented by the solid vector, is in the ac-plane.
(d) AFM image (40 3 40 mm2) of the cleaved surface. (e) Transmission spectrum of a cleaved HMQ-TMS sample with a thickness of 0.14 mm without
polishing, using unpolarized light.

Therefore, HMQ-TMS crystals demonstrated better environmental
stability and humidity resistance than DAST crystals did.
For all the optical experiments including that for THz generation,
parallel sample surfaces with desired crystallographic facets are
essential47,48. To maximize the THz generation efficiency, the polar
axis should be particularly along the surface plane of the crystal and
parallel to the polarization of the incident pump beam. Since asgrown HMQ-TMS crystals do not have a perfect hexahedron shape
as shown in Figure 2b, their direct application is rather limited.
However, HMQ-TMS crystals having parallel surfaces and desired
facets can be easily prepared by a simple method of cleaving along
the crystallographic ac-plane using a diamond knife, as shown in
Figure 2c. The quality of the cleaved surfaces was examined by
atomic force microscopy (AFM). As depicted in Figure 2d (more
in Figure S5 in SI), the cleaved surface was very flat and smooth with
a surface roughness of less than 1.3 nm within an area of 40 3
40 mm2; this level of smoothness is very difficult to achieve by
using mechanical or chemical polishing methods49. The cleaved
HMQ-TMS crystals exhibited good optical quality and are stable
SCIENTIFIC REPORTS | 3 : 3200 | DOI: 10.1038/srep03200

performance without undesired cleavage or cracking during all the
experiments. Figure 2e shows the transmission spectrum of a cleaved
HMQ-TMS crystal with a thickness of 0.14 mm without additional
polishing process. A non-polarized light, incident normal to the
cleavage ac-plane, was used in this measurement, and no scattering
centers were observed. As we expected, HMQ-TMS crystal exhibited
a wide optical transparency range with a relatively low cut-off wavelength lcut-off of , 595 nm, which is lower than that of the benchmark OH1 and DAST crystals and similar to that of HMQ-T crystals
(see Table 1).
Generally, in the optical-to-THz frequency conversion process,
the thickness of nonlinear electro-optic crystals determines the dispersion and interaction lengths of optical and THz beams, and the
thickness therefore strongly influences both conversion efficiency
and spectral bandwidth of the generated THz waves13,15. The optimal
crystal thickness is typically in the range of 0.05 mm to several millimeters, depending on material properties, the wavelength of optical
pump beam, and its pulse width13,15,20. Therefore, the possibility of
easy control of the crystal thickness, which allows optimization of
4
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group velocity matching between the optical and THz waves, is very
important for efficient broadband THz wave generation. Although
benchmark organic crystals exhibit large nonlinear and electro-optic
responses, the fabrication of these samples with the desired area and
optimal thickness is a very difficult issue. OH1, DAST and DSTMS
might be grown in large areas over 1 cm2, but a large thickness is
simultaneously obtained according to their natural growth morphology13,34,50,51. When the desired thickness is realized, either only smallarea crystals will be available after growth or very sophisticated
cutting and polishing procedures are required. Moreover, such crystals are especially appropriate for phase matching at longer pump

wavelengths in the 1.2–1.6 mm range, where their optimal thickness
may reach the millimeter level. However, for the NIR region below
1 mm, which is the typical operation wavelength of widespread and
technologically important Ti:sapphire lasers, the optimum thickness
is very thin due to increased dispersion: typically , 0.1 mm for
DAST and DSTMS crystals and , 0.2 mm for OH1 crystals13,15,20.
Such a low thickness is extremely difficult to produce and crystal
damage can be easily caused during the polishing process due to
mechanical stress47,50,51. HMQ-T crystals exhibited similar thickness
limitations; moreover, as-grown HMQ-T crystals showed a relatively
small area with sides of length , 1.5 mm, as discussed above37.

Figure 3 | THz wave generation with the best group velocity-matched conditions. (a) THz wave generation setup. THz wave generation in HMQ-TMS
crystals of different thicknesses (Ppump 5 62 mW, D 5 1.7 mm): (b) time-domain ETHz(t) traces, (c) the corresponding frequency spectra of ETHz(n),
(d) the frequency spectra of ETHz(n) in the logarithmic scale, and (e) the peak-to-peak amplitude of ETHz(t) and the upper cut-off frequency of
ETHz(n). (f) THz wave generation by 0.22-mm-thick HMQ-TMS crystals as a function of pump average power Ppump (D 5 3.0 mm): the peakto-peak amplitude ETHz(t) and upper cut-off frequency in ETHz(n) (see also Figure S6 in SI).
SCIENTIFIC REPORTS | 3 : 3200 | DOI: 10.1038/srep03200
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Large-area HMQ-TMS crystals possessing parallel and extremely
flat high-quality surfaces were easily produced without any sophisticated polishing and cutting processes by using the above mentioned
cleaving method. The thickness of the synthesized HMQ-TMS crystals was in the range from 0.05 mm to several millimeters. Very thin
HMQ-TMS crystals with thickness of , 0.1 mm have been prepared
by splitting a thin film with an adhesive tape, as used for graphene
synthesis52. Such thickness controllability, enabling group velocitymatched efficient THz wave generation, is a very unique feature for
organic crystals.

Discussion
We have investigated the determination of the optimal group velocity-matched conditions in HMQ-TMS crystals with pumping at the
wavelength of 800 nm, by using high-quality crystals with different
thicknesses prepared by the easy fabrication procedure. THz waves
were generated by optical rectification (OR) and detected by the
electro-optic sampling (EOS) method using a birefringent crystal
(see Figure 3a). The OR experiments were performed based on a
Ti:sapphire regenerative amplifier system delivering 90 fs pulses at
a repetition rate of 1 kHz. An iris diaphragm located in front of
HMQ-TMS in combination with a telescope was adjusted to obtain
different beam diameters and input pump powers. Behind the iris
diaphragm with diameters of D 5 1.0, 1.7, and 3.0 mm, the average
pump power Ppump was measured to be 38, 62, and 158 mW, respectively. The generated THz waves were subsequently focused on a 1mm-thick ,110. ZnTe crystal for EOS detection.
The THz waves were generated using HMQ-TMS crystals of different thicknesses. The optical pump beam was incident normal to
the cleavage ac-plane of the HMQ-TMS crystal and polarized parallel
to the polar axis. The time-domain ETHz(t) traces and the corresponding frequency spectra of ETHz(n) are shown in Figures 3b, 3c,
and 3d. The field amplitude and the spectral bandwidth of the generated THz waves strongly depend on the crystal thickness. Figure 3e
shows the peak-to-peak THz electric field as a function of crystal
thickness. The upper cut-off frequency, defined in this work as the
higher frequency limit in the spectrum at which the amplitude of
ETHz(n) becomes larger than the average noise level (1.0 in arbitrary
units), is shown by the horizontal dotted line in Figure 3d. In this
way, the optimal thickness for broadband and intense THz wave
generation in HMQ-TMS at 800 nm pumping was determined to
be between 0.16 and 0.22 mm, where the highest peak-to-peak THz
electric field and the largest spectral bandwidth have also been
obtained (see Figure 3e). It is noted that the THz cut-off frequency
obtained with the optimal thickness is mainly limited by the pulse
width of the pump laser (90 fs) and the detection bandwidth of ZnTe
used, instead of the phase matching bandwidth of HMQ-TMS crystal.
We have also examined the THz generation efficiency as a function of the incident pump power Ppump. The HMQ-TMS crystal with
a thickness of 0.22 mm has been used with a relatively large aperture
(D 5 3.0 mm). The peak-to-peak amplitude of ETHz(t) and upper
cut-off frequency of ETHz(n) are shown in Figure 3f, and additional
details are shown in Figure S6 in SI. Both peak-to-peak amplitude of
ETHz(t) and upper cut-off frequency of ETHz(n) increased with the
increase in the incident power, and started to slowly saturate at Ppump
above , 150 mW. At the average pump power Ppump of 316 mW, we
measured the peak-to-peak amplitude ETHz(t) 5 72 kV/cm and large
spectral bandwidth with the upper cut-off frequency of 6.0 THz,
even though larger amplitude and spectral bandwidth are expected.
It is noteworthy that such saturation behavior at higher pump power
is generally caused by a strongly modulated phase shift induced by
the nonlinear interaction of the intense THz waves with the optical
probe pulses in ZnTe EOS crystal and by the magnitude of its EO
coefficient53. Nevertheless, the potential applicability of HMQ-TMS
SCIENTIFIC REPORTS | 3 : 3200 | DOI: 10.1038/srep03200

crystals for the high-power broadband THz generation has been
clearly demonstrated.
In order to confirm the superior THz generation characteristics
of HMQ-TMS crystals, benchmark inorganic ZnTe crystals and
organic polyene OH1, stilbazolium DAST, and quinolinium HMQT crystals were used for comparison. The results of THz wave generation in the 0.16-mm-thick HMQ-TMS, 0.27-mm-thick OH1, and
1.0-mm-thick ZnTe crystals when a large beam diameter (D 5
3.0 mm) is used, are shown in Figures 4a and 4b. The results of
THz wave generation are summarized in Table 1, from which one
can expect that HMQ-TMS crystal exhibits the highest THz generation efficiency. The peak-to-peak amplitude ETHz(t) of THz waves
generated in HMQ-TMS is 2.7- and 1.8-times higher than that of
ZnTe and OH1 crystals, respectively. In addition, the peak-to-peak
amplitude ETHz(t) is remarkably higher than that (only 0.56-fold of
that generated in 1-mm-thick ZnTe) of the 0.5-mm-thick DAST
crystal, as reported previously under similar experimental conditions
(pump wavelength: 800 nm, pulse width: 100 fs, and Ppump 5
40 mW)14. Figure 4b (see also its logarithm scale in Figure S7 in
SI) indicates that HMQ-TMS crystal shows higher intensity than
OH1 and ZnTe crystals, across the entire range of the generated
THz frequency. Furthermore, the upper cut-off frequency of
HMQ-TMS (6.0 THz, see Figure S7 in SI) is significantly higher than
that of ZnTe crystal (3.8 THz) and slightly higher than that of OH1
crystal (5.3 THz).
Figures 4c and 4d show a comparison between HMQ-TMS and
HMQ-T crystals. Here, a smaller beam diameter of D 5 1.0 mm had
to be used for comparison because of the limited size of the grown
HMQ-T crystal. The THz generation efficiency of the 0.16-mmthick HMQ-TMS is found to be comparable that of the 0.58-mmthick HMQ-T; the peak-to-peak amplitude of ETHz(t) is 34 kV/cm
for HMQ-TMS and 41 kV/cm for HMQ-T crystal. As shown in
Figure 4d, except in the frequency range of 0.45 to 1.15 THz, the
HMQ-TMS crystal shows higher THz signal amplitude up to the cutoff frequency. In addition, both HMQ-T and DAST crystals exhibit a
dip in the transmission curve around 1.1 THz due to strong absorption by the phonon mode related to the methylbenzenesulfonate
anion13,37, while in HMQ-TMS crystals, such a dip does not appear
or is negligible. HMQ-TMS crystals with large sizes therefore offer
strong advantages for gap-free broadband and high-power THz generation compared with HMQ-T crystals.
In summary, we have reported a novel highly efficient electrooptic organic HMQ-TMS crystal. This HMQ-TMS crystal fulfills
all the requirements for THz wave generation, such as large electro-optic response and optimal crystal characteristics including large
crystal size with desired facets, high environmental and thermal
stabilities, high optical quality, wide transparency range, and the
possibility to control the crystal thickness. HMQ-TMS crystals with
different thicknesses in the range of 0.05 mm to several millimeters,
easily controlled by employing a simple cleaving method, could be
fabricated, which allowed optimization of the optical-to-THz frequency conversion process for pumping at a desired optical pump
frequency. At the widely used pump wavelength of 800 nm, HMQTMS crystals exhibit better crystal properties and THz generation
characteristics, and delivered broader THz spectral coverage and
higher THz generation efficiency as compared with the benchmark
inorganic and organic crystals. Thus, the newly developed HMQTMS crystal offers a high potential for efficient broadband THz wave
generation with pumping in the broad NIR wavelength range.

Methods
Single-crystal X-ray structure analysis. HMQ-TMS single crystals are grown by a
rapid cooling method in a methanol solution. C28H29NO5S, Mr 5 491.58, monoclinic,
space group Pn, a 5 11.1192(3) Å, b 5 7.9773(2) Å, c 5 14.4921(4) Å, b 5
106.2569(9)u, V 5 1234.07(6) Å3, Z 5 2, T 5 290(1) K, m(MoKa) 5 0.171 mm21.
Among the 11774 reflections collected in the angular range h 5 3.19u–27.44u using a
v scan on a Rigaku R-axis Rapid S diffractometer, 5291 were unique reflections (Rint

6
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Figure 4 | High-power broadband THz wave generation. THz wave generation in 0.16-mm-thick HMQ-TMS, 0.27-mm-thick OH1, and 1.0-mm-thick
ZnTe crystals (Ppump 5 158 mW, D 5 3.0 mm): (a) the time-domain ETHz(t) trace and (b) the corresponding frequency spectra of ETHz(n). THz wave
generation in 0.16-mm-thick HMQ-TMS crystal and 0.58-mm-thick HMQ-T crystal (Ppump 5 38 mW, D 5 1.0 mm): (c) the time-domain ETHz(t) trace
and (d) the corresponding frequency spectra of ETHz(n).

5 0.0149, completeness 5 99.5%). The structure was solved and refined against F2
using SHELX9754, 317 variables, wR2 5 0.1129, R1 5 0.0389 (Fo2 . 2s(Fo2)), GOF 5
1.055, and max/min residual electron density 0.318/20.255 eÅ23. Further details of
the crystal structure investigation(s) may be obtained from the Cambridge
Crystallographic Data Centre (CCDC, 12 Union Road, Cambridge CB2 1EZ (UK);
tel.: (144)1223-336-408, fax: (144)1223-336-033, e-mail: deposit@ccdc.cam.ac.uk)
on quoting the depository number CCDC-931931.
THz wave generation experiments. Our experimental setup for THz wave
generation was based on a Ti:sapphire regenerative amplifier system (Spitfire Ace,
Spectra Physics) that delivers 90 fs pulses with a center wavelength of 800 nm at a
repetition rate of 1 kHz. In the schematic layout shown in Figure 3a, THz waves
were generated by optical rectification (OR) using femtosecond laser pulses and
detected by electro-optic sampling (EOS). In order to compare the efficiency of
various nonlinear optical crystals with different aperture sizes on an unbiased basis,
an iris diaphragm mounted in front of the crystals was used after collimating the
pump beam by using a telescope. Since frequency conversion process in a nonlinear
organic crystal is quite sensitive to its orientation and tilting angle along the
propagation direction, the sample mounting stage has to possess several degrees of
freedom for fine tuning. The generated THz waves propagating through a THz lens
pair were then focused on a 1-mm-thick ,110. ZnTe crystal for the EOS detection.
When a THz transient propagates in such an EO crystal, the refractive index change
that is proportional to the propagating THz electric field is induced. A small portion
of the linearly polarized 800-nm femtosecond pulses from the laser output serves as
probe and experiences the THz wave-induced birefringence inside the crystal. The
induced polarization rotation of the probe beam is separated by employing a quarter
wave plate and a Wollaston prism. The amplitude modulation of NIR probe beam is
detected by two Si detectors in conjunction with a lock-in amplifier. The time-trace
of the THz electric field is recorded as a function of time delay by moving the

SCIENTIFIC REPORTS | 3 : 3200 | DOI: 10.1038/srep03200

motorized delay stage that is mounted in the excitation beam line. The measured
THz signal DI/I was then calibrated to electric field strength of THz waves using the
relation between the signal modulation and the electro-optic coefficient of ZnTe
crystal.
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